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Overview

Manufacturer and contact information

Manufacturer and Applicant
Gummiwerk KRAIBURG Elastik GmbH & Co. KG
Göllstraße 8
84529 Tittmoning 
Germany

Contact
Phone +49 (0)8683 701-0
Fax +49 (0)8683 701-126, 
info@KRAIBURG-elastik.de
www.KRAIBURG-elastik.de 

The DLG QUALITY SEAL for operating equipment and 
consum ables encompasses products, which are subjected 
to extensive testing of their value-determining and adver-
tised characteristics. The tested criteria and the require-
ments to be fulfi lled are spe cifi ed by independent commis-
sions and are designed – over and above legal requirements 
– to prove the product’s fi tness for purpose, its advertised 
characteristics and practical requirements. Testing contents and requirements are developed further by the 
responsible specialist departments of the DLG e.V. in line with the applicable legislation, as well as with techni-
cal and scientifi c progress. Successful testing is concluded with the assignment of the DLG QUALITY SEAL. 
The approved products are then published. Other criteria were not investigated.

sions and are designed – over and above legal requirements 

Requirements of DIN 3763 are ful� lled for the tested criteria. 
Deformation and elasticity corresponds to class 2 DIN 3763 for single pens for calves

Test results

DLG QUALITY PROFILE Evaluation*

Lying measurement deformability and elasticity in new condition

Lying measurement deformability and elasticity following endurance test

Walking measurement deformability and elasticity in new condition

Walking measurement deformability and elasticity following endurance test

Lasting deformation following 250.000 endurance test

No noticeable wear and no damage following 250.000 endurance test

* DLG Evaluation range:
   or better = meets, exceeds or signi� cantly exceeds the established DLG standards,

 = meets the legal requirements for marketability,  = failed


